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ABSTRACT 

S p e c i m e n Z i r c a l o y - 2 - c l a d and Type 304 s t a m l e s s 
s t e e l - c l a d U O j - p e l l e t r o d s w e r e e l e c t r i c a l l y h e a t e d in s t e a m 
and h y d r o g e n - s t e a m a t m o s p h e r e s to a s s e s s the d a m a g e t h a t 
m i g h t be i n c u r r e d m w a t e r - c o o l e d r e a c t o r c o r e s by a de l ay 
o r f a i l u r e in the o p e r a t i o n of e m e r g e n c y c o r e - cool ing s y s t e m s 
fol lowing l o s s of p r i m a r y coo lan t . 

It was o b s e r v e d tha t when ox id ized in a s t e a m a t 
m o s p h e r e . Type 304 c ladding foams and expands at t e m p e r a 
t u r e s a p p r o a c h i n g i ts m e l t i n g point ( ' - H O C C ) , Z i r c a l o y - 2 
c ladd ing is s e v e r e l y e m b r i t t l e d when the to ta l oxygen ab
s o r b e d IS about 18% or g r e a t e r (as Z r O j ) . Z i r c a l o y - 2 - c l a d 
U O ^ - p e l l e t f u e l r o d s can be h e a t e d to about 1200°C in a s t e a m 
a t m o s p h e r e and then w a t e r - q u e n c h e d wi thout i n c u r r i n g suf
f i c i en t ox ida t ion and e m b r i t t l e m e n t to b r e a k on coo l ing . At 
t e m p e r a t u r e s s u b s t a n t i a l l y above 1200°C, the c ladding t ends 
to c r a c k and b r e a k on cool ing 

When e x p o s e d to p u r e h y d r o g e n for 6 m i n , or l o n g e r , 
at 1400°C, Z i r c a l o y - 2 c ladding is e m b r i t t l e d due to h y d r i d i n g . 
H y d r o g e n e m b r i t t l e m e n t i s r e d u c e d by p r e o x i d i z i n g the c l ad 
ding in s t e a m , o r by the p r e s e n c e of s t e a m in the h y d r o g e n . 

The ef fec ts of hydr id ing a r e adjudged s e c o n d a r y to 
those of s t e a m ox ida t ion , s i nce cond i t ions tha t m i g h t p r o d u c e 
suf f ic ien t h y d r o g e n e m b r i t t l e m e n t of the c ladding m one c o r e 
reg ion would cause m u c h g r e a t e r e m b r i t t l e m e n t due to s t e a m 
ox ida t ion in o t h e r r e g i o n s . 



I. INTRODUCTION 

Loss of p r imary coolant resulting from a rupture in the p r imary -
system piping has served as the "design basis accident" for most water-
cooled nuclear power reac tors built to date in the U.S. During normal 
operation of these r eac to r s , the pr imary coolant (either water or a water-
s team mixture) removes heat from the core for s team generation or other 
purposes . Upon loss of this coolant, because of a pipe break or other 
r easons , the reactor is shut down (nuclear) and emergency core-cooling 
sys tems (ECCS), such as in-core wa te r - sp ray or -flooding devices are 
actuated to remove fission-product decay-heat energy from the fuel. How
ever , since this energy continues to heat the core rapidly after nuclear 
shutdown, the tempera ture r i se may be sufficient to damage the fuel clad
ding (and the fuel) in case of a delay in effective ECCS operation. The 
damage may be incurred by: (1) oxidation or oxygen absorption due to 
react ion between the cladding and steam from residual water; (2) hydriding 
or absorption of hydrogen evolved from the cladding-steam reaction; 
(3) react ion between the cladding and the fuel; (4) melting of the cladding; 
or (5) straining, warping, swelling, or burst ing of the cladding due to in
te rna l p r e s s u r e s . 

Accordingly, a s e r i e s of out-of-pile tes ts was conducted, using 
single UO2 fuel rods and bundles of four to a s sess the extent of damage 
and failure of the cladding and fuel as a function of simulated loss-of-
coolant conditions, including failure or delay in ECCS operation. In the 
ea r ly t e s t s , the fuel rods were exposed to steam at various temperatures 
and flowrates in an e l ec t r i ca l - r e s i s t ance furnace. In subsequent tes ts , 
the rods were heated inductively in a flowing-steam atmosphere. In a 
number of cases , these rods were quenched at a predetermined tempera
tu re , ei ther by spraying water from the top or by flooding from the bottom, 
to simulate emergency cooling, Zircaloy-2-clad rods were used in most 
of the t e s t s ; however, some of the early tes ts were conducted using 
Type 304 s ta inless s tee l -c lad rods . Finally, Zircaloy-2-clad rods were 
also inductively heated in a hydrogen atmosphere to investigate the relative 
damage as compared to heating in a s team atmosphere. 

The p rog re s s of these tes ts was reported in Argonne Chemical 
Engineering Division Semiannual Repor t s , ' " ' This repor t is a summary of 
the nature and findings of these t e s t s . Briefly, these findings were; 

1. When oxidized by heating in a steam atmosphere. Type 304 
s ta inless steel cladding foams and expands at t empera tures approaching its 
melting point (~1400°C). 

• 
2. Zircaloy-2 cladding is embrit t led, and the degree of embri t t le

ment inc reases with the amount of oxygen absorbed. The cladding becomes 
very bri t t le when the total oxygen absorbed is about 18% or greater (as ZrOz) 



3. Zircaloy-2-clad, UOj-pellet rods can be heated in a steam 
atmosphere to about 1200°C and then water-quenched without undergoing 
sufficient oxidation and embritt lement to break on cooling. At tempera
tures substantially above 1200°C, the cladding tends to crack and break 
on cooling. 

4. The effects of hydriding on Zircaloy-2 cladding are secondary 
to those of oxidation. 

II. CLADDING-STEAM REACTION RATES 

When heated in steam or water vapor, Zircaloy-2 and stainless 
steel cladding can react with the steam to form metal oxides and hydrogen. 
Since Zircaloy-2 is composed pr imari ly of zirconium, its reaction rate is 
very nearly the same as that of zirconium. 

The following information has been extracted from studies of r e 
action ra tes of zirconium with steam and stainless steel with steam. 

A. Zirconium-Steam Reaction 

Baker and Just '° have reported that when the steam is in excess at 
the reacted surface, the reaction of zirconium cladding with the steam 
follows a parabolic rate law. For a cylindrical surface, the rate is given by 

^ilo^ -_ _^_ exp(-AE/RT) cm/sec , (1) 
dt ro - r 

where 

"̂ 0 

radius of unreacted metal in rod, cm; 

original radium of unreacted metal , cm; 

t = t ime, sec; 

AE 

and 

activation energy = 45,500 cal /mole; 

K = rate law constant = 0.3937 c m y s e c ; 

R = gas constant = 1.987 cal/(mole)(°K); 

T = cladding tempera ture , °K. 

Here ro - r represents a thickness of oxidized metal which re ta rds the re 
action in proportion to its thickness. 



10 

At relatively high tempera tures , the reaction becomes more rapid 
and may be limited by the diffusion of s team to the oxide surface and the 
diffusion of hydrogen from the oxide surface. In this case, 

d ( ro - r ) , P g ; ^ h d ( X - X j c m / s e c , (2) 
dt Pc 

where 

p = density of the gas (steam-hydrogen mixture), mo le s / cm ' ; 

Pc = density of the cladding = 6 . 5 g/cm ; 

M^ = grams cladding oxidized per mole steam = 45.6 g/mole; 

X = average concentration of steam in gas, moles /mole ; 

Xg = concentration of steam in gas at reacted surface (assumed 
very small , i.e., X - Xg = X), moles /mole ; 

and 

hd = mass- t ransfer coefficient for steam through hydrogen or 
hydrogen through steam, cm/sec 

= D g ^ d ' 

Qjj = effective gas film thickness for diffusion, cm 

Dg = diffusivity of hydrogen in steam, cm / s e c . 

When 1 g of zirconium is oxidized in steam, about 1550 cal of heat 
are released. 

B. Stainless Steel-Steam Reaction 

Although the reaction of stainless steel with steam has been studied, 
a theoretically based rate law, which adequately descr ibes the reaction over 
a specific tempera ture range, has not been developed. 

Early calculations for loss-of-coolant accidents assumed that the 
reaction rate is very low until the metal tempera ture reaches 1400°C 
(1673''K, or slightly above its melting point), whereupon the rate is limited 

"where 

and 
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by diffusion of s team to the reacting surface. In the reaction, 0.51 l i ter of 
hydrogen (0.0227 mole) is evolved from the reaction of water vapor with 
1 g of stainless steel. Thus 

lilcLll) = 0 (3) 
dt 

at T < 1400°C, and 

d(ro- r) ^ PgMe , y . ^ ^ (4) 
dt Pc 

at T > 1400°C, where 

Pc = 8 g / c m \ 

and 

Mc = 44 g/mole. 

More recently it has been s ta ted" that the reaction of stainless 
steel with steam follows a parabolic rate law, the same as for zirconium. 
Rate-law constants were determined to be 

K = 1.41 X 10^ cmVsec 

and 

% 
AE = 90800 cal /mole . 

In this case, Eq. 1 could be used for the kinetic (nonsteam-limited) condition 
at tempera tures below 1400°C. 

When 1 g of Type 304 stainless steel is oxidized in steam, about 
254 cal at 1327°C (solid states) or 155 cal at about 1400°C (molten states) 
are released. 

m. EXPERIMENTAL APPARATUS AND PROCEDURE 

A. High-temperature Elec t r ica l - res is tance Furnace 

The furnace used in the early experiments is designed for tempera
tures and p ressu res up to 1700°C and 1000 psig. As shown schematically 
in Fig. 1, it consists of an inner, steam-filled zone enclosed by an alumina 
tube, and an outer, argon-filled zone enclosed by a steel p re s su re vessel . 



The uppe r p a r t of the a r g o n zone conta ins m o l y b d e n u m h e a t e r windings 
and in su l a t i on ; t h e s e a r e w r a p p e d a round and identify the h i g h - t e m p e r a t u r e 
zone of the a l u m i n a tube . 

STEAM AND H 

STEAM ZONE -

ARGON Z O N E -

IP 

FUEL ROD IN HIGH 
-TEMPERATUflE 

ZONE 

FUEL ROD IN LOW-
-TEMPERATURE 

ZONE 

Fig, 1. High-temperature Electrical-
resistance Furnace Used to 
Heat Fuel Rods in Steam at 
Temperatures and Pressures up 
to nOO°C and 1000 psig. ANL 
Neg. No. 108-7179 Rev. 1. 

P r e p a r a t o r y to each e x p e r i m e n t , the 
m o l y b d e n u m h e a t e r i s e n e r g i z e d and the 
fu rnace is b r o u g h t to o p e r a t i n g t e m p e r a t u r e . 
A s ing le fuel rod (or bund le of four r o d s ) is 
i n s t a l l e d v e r t i c a l l y in the a l u m i n a h o l d e r , 
which is pos i t i oned in the l o w e r ( coo l e r ) 
s e c t i o n of the a l u m i n a tube . The tube is 
p u r g e d wi th a r g o n , and the fu rnace is b r o u g h t 
up to o p e r a t i n g p r e s s u r e . 

W a t e r is i n t r o d u c e d by a p o s i t i v e d i s 
p l a c e m e n t pump into the l o w e r p a r t of the 
s t e a m zone , w h e r e it is c o n v e r t e d into s t e a m . 
Some u n r e a c t e d s t e a m and the h y d r o g e n 
evolved f rom the m e t a l - s t e a m r e a c t i o n a r e 
r e m o v e d con t inuous ly t h r o u g h an out le t tube 
in the h i g h - t e m p e r a t u r e s e c t i o n of the s t e a m 
d o m e . The extent of the r e a c t i o n is d e t e r 
mined f rom the amoun t of h y d r o g e n co l l ec ted . 
P r e s s u r e in the s t e a m zone and a r g o n zone 
is a u t o m a t i c a l l y r e g u l a t e d and m a t c h e d to 
avoid s t r e s s e s in the a l u m i n a tube . 

After cond i t ions h a v e s t a b i l i z e d , the 
a l u m i n a h o l d e r and the fuel r od a r e r a i s e d , 
by an e x t e r n a l c r a n k m e c h a n i s m , into the 

uppe r (hot tes t ) p a r t of the s t e a m zone to s i m u l a t e decay h e a t i n g . F u r n a c e 
i n t e r i o r and fuel c ladding t e m p e r a t u r e s a r e m o n i t o r e d by a l u m i n a -
in su l a t ed P t / P t - R h l O t h e r m o c o u p l e s . F i g u r e 2 shows a t yp i ca l t e m p e r a 
t u r e d i s t r i b u t i o n in the fu rnace (in th i s c a s e , t e s t No. IS). 

Fig. 2 
Temperature Distribution in Electrical-
resistance Furnace during Test No. IS. 
ANL Neg. No. 108-8575. 

SAWPLE:U02 
PELLETS CLAD 
WITH 304 
STAINLESS STEEL 
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B . I n d u c t i o n - h e a t e d A s s e m b l i e s 

Two types of a s s e m b l i e s w e r e used : one (F ig . 3a) for s i m u l a t i n g a 
l o s s - o f - c o o l a n t a c c i d e n t , and the o the r (F ig . 3b) for s i m u l a t i n g a l o s s - o f -
coo lan t a c c i d e n t fol lowed by w a t e r quenching ( s i m u l a t e d e m e r g e n c y cool ing) . 
B a s i c a l l y , e a c h a s s e m b l y c o n s i s t e d of a s ing le fuel rod (or bundle of four 
r o d s ) m o u n t e d in a q u a r t z tube . Single r o d s w e r e hea ted in a 0 . 8 6 5 - i n . - I D 
t u b e . When a bund le of four r o d s was h e a t e d , a 1-^-ID tube was used . 
S t e a m w a s a d m i t t e d at the bo t t om of the t ube , and the h y d r o g e n evolved and 
the r e s i d u a l s t e a m o r w a t e r w e r e r e m o v e d at the top . 

END PLUG IN FUEL ROD-

W-Rs THERMOCOUPLE 
(WELDED TO OUTSIDE OF 
CLADDING) 

QUENCH WATER 

NOTCHED UOj PELLETS 

W-R* THERMOCOUPLE 
(BETWEEN PELLETS AND 
CLADDING) 

OUARTZ TUBE 

RUBBER STOPPER 

END PLUG IN FUEL ROD 

Fig. 3. Induction-heated Assembly, (a) As used to simulate loss-of-coolant accident; 
(b) as modified to include water quenching (simulated emergency cooUng). 

F o r e x p e r i m e n t s d e s i g n e d to s i m u l a t e e m e r g e n c y cool ing, the 
a s s e m b l y was mod i f i ed as shown in F ig . 3b. With th i s a r r a n g e m e n t , quench 
w a t e r could be in j ec t ed at e i t h e r the top o r b o t t o m of the tube and r e m o v e d 
a t the o p p o s i t e end. An e l e c t r i c a l - r e s i s t a n c e h e a t e r was w r a p p e d a r o u n d 
the b o t t o m of the tube to p r e v e n t s t e a m condensa t ion at th is loca t ion . A 
w a t e r - c o o l e d c o n d e n s e r was i n s t a l l e d at the top of the tube to condense 
s t e a m f rom the effluent h y d r o g e n . The h y d r o g e n was co l l ec t ed and i t s 
v o l u m e m e a s u r e d by d i s p l a c i n g w a t e r f rom g r a d u a t e d c y l i n d e r s . S a m p l e s 
of the gas w e r e a n a l y z e d to check for a i r l e a k a g e into the s y s t e m . 



Cladding temperatures were monitored by beryll ia-insulated, 
tantalum-clad W5-Re/W26-Re thermocouples. These were held against 
the interior surface of the cladding by notches in the UO2 pellets . Similar 
thermocouples were welded to the exterior surface, but the steam a tmos
phere caused their early failure. Thus, in some tes ts , an optical two-color 
pyrometer was used to measure exterior surface tempera tures . 

IV. RESULTS AND DISCUSSION 

A. Tests in Elec t r ica l - res is tance Furnace 

1. Type 304 Stainless Steel-clad Fuel Rods 

Six tests (No. IS to 6S) were performed, five with single rods 
and one with a four-rod bundle. Each rod consisted of high-density UO2 
fuel pellets in cladding of 0.426-in. OD, 8-in. length, and 0.025-in. wall 
thickness. A radial gap of 0.0025 in. between the pellets and cladding was 
filled with helium at a pressure of 20 psia. Tests No. IS and 2S were con
ducted to determine the effect of steam at various flowrates and p r e s s u r e s . 
Tests No. 3S to 6S were conducted to determine the effects of varying both 
steam flowrate and p ressu re . The resul ts are summarized in Table I. 

TABLE I , Reaction of Sta inless S tee l -c lad Fue l Rods with Steam in 
E l e c t r i c a l - r e s i s t a n c e F u r n a c e 

Sta inless 
Steam Rod Steam Durat ion Hydrogen Steel 

Exp. P r e s s u r e , No. of Temp,^ F lowra te , of Tes t ,o Collected, Oxidized,^ 
No. atm Rods "C g /min min moles % 

IS 
25 
3S 
4S 
5S 
6S 

2 
1 
1 
4 
11 
1 4 

1500 
1600 
1600 
1600 
1600 
1600 

~1 
10 
20 
10 
10 
25 

180 
10 
20 
10 
10 
10 

0,401 
0.346 
0.324 
0.250 
0.320 

-1.32 

44.2 
37 
35.7 
27.4 
35,2 

-35 

^At hottest a rea . 
Rods elevated into hot test furnace zone over 8-min per iod, mainta ined t h e r e , and 
rapidly withdravTn at end of tes t t ime . 

"^Based on 0.0228 mole (0.51 l i t e r ) of hydrogen pe r g r a m of s t a in less s teel .* 

a. Test No. IS. With reference to Fig. 2, the center of the 
furnace zone was heated to 1536°C before the fuel rod was raised into the 
upper position. At this t ime, the top of the rod was at about 800°C. The 
rod was raised at a rate of 1 in. /min. After insertion of the rod, the tem
perature at the center of the furnace zone dropped to 1488°C and then rose 
to 1499°C over a period of 12 min. Both thermocouples attached to the 
outer, upper surface of the cladding failed after 21 min. At the time of 
failure, the indicated temperature at the center of the hot zone was 1495°C. 
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T h e r e a c t i o n was a l lowed to cont inue for 180 min f r o m the 
t i m e the rod was f i r s t i n s e r t e d into the hot zone . Then the rod was l o w e r e d 
to i t s o r i g i n a l p o s i t i o n . About 0.401 m o l e o r 9 l i t e r s (STP) of h y d r o g e n 
w e r e c o l l e c t e d , m o s t l y d u r i n g the f i r s t 90 m i n . T h i s amoun t of hyd rogen 
c o r r e s p o n d s to a r e a c t i o n of about 44.2% of the s t a i n l e s s s t e e l . 

F i g u r e 4 shows the fuel 
rod af ter r e m o v a l f r o m the f u r n a c e ; 
a l so shown is an u n r e a c t e d rod . 
R e l a t i v e l y l i t t l e r e a c t i o n o c c u r r e d 
at the l o w e r end of the rod , but e x 
t ens ive r e a c t i o n and c o n s i d e r a b l e 
foaming of the s t a i n l e s s s t ee l o c 
c u r r e d in the p o r t i o n of the rod tha t 
r e a c h e d a t e m p e r a t u r e above 1400°C. 
The c ladding was a l m o s t c o m p l e t e l y 
r e m o v e d f r o m the u p p e r p o r t i o n of 
the fuel rod; the spongy m a s s is 
p r o b a b l y the r e m a i n s of the 3 / l 6 - i n . -
th ick top end cap . Some of the UOj 
p e l l e t s ev idenced c o n s i d e r a b l e 
d e t e r i o r a t i o n . 

b . T e s t No . 2S. In t e s t 
No . 2S, the s t e a m f lowra te was s e t 
a t 10 g / m i n , with a n o m i n a l s t e a m 
ve loc i ty of 3.2 f t / s e c p a s t the rod; 
s t e a m p r e s s u r e was m a i n t a i n e d at 
1 a t m . T o t a l tinne of r e a c t i o n wi th 
s t e a m was 10 min . D u r i n g the f i r s t 
8 m i n , the fuel rod was e l e v a t e d 
into the hot zone . It was m a i n t a i n e d 
in tha t zone at 1600°C for 2 m i n 
and then wi thd rawn r a p i d l y into the 
coo le r sec t ion of the f u r n a c e . As 
shown in F i g . 5, the top of the fuel 
rod r e a c h e d a m a x i m u m t e m p e r a 
t u r e of 1600°C and the bottonn a 
m a x i m u m of 900°C, t h e r e b y c r e a t i n g 
an ax ia l t e m p e r a t u r e d r o p of 700°C. 
The to ta l h y d r o g e n evolved c o r r e 
sponded to a r e a c t i o n of 37% of the 
s t a i n l e s s s t ee l c l add ing . 

Fig. 4. Type 304 Stainless Steel-clad Fuel Rod 
before and after Exposure for 130 min to 
Steam at 1 g/min at 1500°C and 1 atm 
(test No. IS). ANL Neg. No. 108-8018. 

F i g u r e 6 shows the rod 
be fo re and af ter t e s t i n g . The top 
o n e - t h i r d of the c ladding a p p e a r e d 



16 

PRESSURE 
FLOW, 10 w 

• 

- / 

otm —-O—O" 

/ ^ SAMPLE 
P TEMPERATURE 

HYDROGEN A 

EVOLUTION y ' 

S
A

M
P

LE
 

FU
LL

Y
 

^
N

 
'—

~
 

IN
S

E
R

TE
D

 

n 

1400 

1200 

1000 

800 

Fig. 5 

Hydrogen Evolution and Temperature 
Profile at Top End of Type 304 Stainless 
Steel-clad Fuel Rod during Exposure to 
Steam at 1600°C and 1 atm (test No. 2S) 
ANL Neg. No. 108-8845 Rev. 1. 

Fig. 6 

Type 304 Stainless Steel-clad Fuel Rod 
before and after Exposure for 10 min to 
Steam Flow of 10 g/min at 1600°C and 
1 atm (test No. 2S). ANL Neg. No. 
108-8757 Rev. 1. 
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to be c o m p l e t e l y r e a c t e d , w h e r e a s the r e m a i n d e r had r e a c t e d s l igh t ly . 
B a s e d upon r e s u l t s f r o m o t h e r e x p e r i n n e n t s , ' ' the m a x i m u m t e m p e r a t u r e 
a t the d e m a r c a t i o n be tween the two r e a c t i o n zones was e s t i m a t e d to be 
about 1400°C. 

M e t a l l o g r a p h i c e x a m i n a t i o n of c r o s s s e c t i o n s n e a r the top 
of the fuel r od r e v e a l e d a r e a s of i n t e r a c t i o n be tween the UO^ and the s t a i n 
l e s s s t e e l o x i d e s . T h e s e a r e a s a r e shown in F i g . 7. The foamy a p p e a r a n c e 
of t he ox id i zed s t a i n l e s s s t e e l i s a l s o a p p a r e n t . X - r a y a n a l y s i s of the 
ox ides r e v e a l e d a 7 - F e 3 0 4 - type s t r u c t u r e . 

Fig. 7. Photomacrographs near Top of Type 304 Stainless Steel-clad Fuel Rod 
Exposed in Test No. 2S. (a) Radial cross section; (b) axial cross section. 
ANL Neg. No. (a) 108-8871; (b) 108-8870. 

c. T e s t s N o . 3S to 6S. As m e n t i o n e d e a r l i e r , t e s t s N o . 3S to 
6S w e r e m a d e to d e t e r m i n e the ef fec ts of v a r y i n g both the s t e a m f lowra te 
and p r e s s u r e . In t e s t No. 3S, the w a t e r f lowra te was i n c r e a s e d to 
20 g / m i n and the p r e s s u r e was m a i n t a i n e d at 1 a t m . In t e s t s No . 4S and 
5S the f l o w r a t e was d e c r e a s e d to 10 g / m i n and the p r e s s u r e was i n c r e a s e d 
to 4 and 11 a t m , r e s p e c t i v e l y . The r e s u l t s (Table I), i nd ica te tha t n e i t h e r 
the r a t e no r the ex ten t of s t a i n l e s s s t e e l - s t e a m r e a c t i o n was s ign i f i can t ly 
a f fec ted by the c h a n g e s in s t e a m f lowra t e o r p r e s s u r e . 



In t e s t No. 6S four r o d s in a s q u a r e a r r a y wi th 0 . 6 - i n . 
c e n t e r - t o - c e n t e r spac ing w e r e e x p o s e d to s t e a m at 1600°C and 1 a t m . 
S t e a m flow was m a i n t a i n e d at 25 g / m i n to e n s u r e tha t the r e a c t i o n was not 
s t e a m - l i m i t e d . O t h e r condi t ions w e r e not a l t e r e d f r o m those u s e d in the 
s i n g l e - r o d t e s t s . 

F i g u r e 8a is an o v e r a l l v iew of the f o u r - r o d bundle a s r e 
m o v e d f rom the f u r n a c e . F i g u r e 8b is a c l o s e - u p v iew of the a r e a s of 
r a p i d " f ro th ing" ac t ion and s low " c o r r o s i o n " r e a c t i o n wh ich w e r e at about 
1400°C. In the a r e a of r a p i d r e a c t i o n , expans ion of r e a c t i o n p r o d u c t s into 
the s t e a m flow channel is ev ident , wi th s o m e b r i d g i n g b e t w e e n fuel r o d s . 

Fig. 8. Bundle of Four Type 304 Stainless Steel-clad Fuel Rods after 
Exposure for 10 min to Steam Flow of 25 g/min at 1600°C 
and 1 atm (test No. 6S). (a) Overall view with unexposed rod 
included for comparison; (b) close-up of rapid "frothing" and 
slow "corrosion" reaction areas. ANL Neg. No. (a) 108-9704; 
(b) 108-9705. 

The to ta l amoun t of h y d r o g e n evo lved w a s a p p r o x i m a t e l y 
four t i m e s tha t evo lved in t e s t s wi th s ing le r o d s . 
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2. Zircaloy-2-clad Fuel Rods 

Nine tests (No. IZ to 9Z) were performed, eight with single 
rods and one with a four-rod bundle. Each rod consisted of high-density 
UO2 fuel pellets in cladding of 0.426-in. OD, 8-in. length, and 0.027-in. wall 
thickness. A radial gap of 0.0025 in. between the pellets and cladding was 
filled with helium at a p ressu re of 20 psia. The test conditions and resul ts 
are summarized in Table II. 

T A B L E II . R e a c t i o n of Z i r c a l o y - 2 - c l a d Fuel Rods with S team 
in E l e c t r i c a l - r e s i s t a n c e F u r n a c e 

Exp 
No . 

I Z 

2 Z 

3Z 

4Z 

5Z 

6Z 

7Z 

8Z 

9Z 

S t e a m 
P r e s s u r e , 

a tni 

2 

1 

4 

11 

1 

1 

1 

1 

1 

No. o£ 
Rods 

1 

1 

1 

1 

4 

1 

1 

1 

1 

Rod 
Temp, '^ 

°C 

1500 

1600 

1600 

1600 

1700 

1540 

1540 

1540 

1540 

S t e a m 
F l o w r a t e , 

g / m i n 

~1 

10 

10 

10 

25 

2.5 

2.5 

0.25 

0.25 

D u r a t i o n " 
of T e s t , 

m in 

270 

10 

10 

10 

10 

10 

10 

10 

10 

Hydrogen 
Col lec ted , 

m o l e s 

0.371 

0.132 

0.147 

0.113d 

1.16 

0.0423 

0.0409 

0.0431 

0.0419 

(0.152)= 

0.0486= 

0.0479"= 

0.0490e 

0.0485= 

Z i r c a l o y - 2 
Oxid ized , % 

52 

18.5 (21.3=) 

20.6 

15.8d 

40.6 

^At h o t t e s t a r e a . j A^ 
bRod e l e v a t e d into h o t t e s t fu rnace zone ove r 8 -min pe r iod , m a i n t a m e d t h e r e , and rap id ly 

w i t h d r a w n at end of t e s t t i m e , 
c v a l u e c a l c u l a t e d f r o m t e s t t e m p e r a t u r e - t i m e h i s t o r y for 1 a t m and p a r a b o l i c r a t e law. 
dLow va lue due to s l igh t ly lower t e m p e r a t u r e r e a c h e d dur ing e x p e r i m e n t . 
^ H y d r o g e n co l l ec t ed at end of 12 m i n . % 

a Test No. IZ. Except for the reaction time (270 min total), 
the Zircaloy-2-clad fuel rod was exposed to the same environment as was 
the Type 304-clad rod in test No. IS. The total hydrogen collected co r re 
sponded to 52% reaction of the Zircaloy-2. 

Figure 9 shows the rod before and after exposure. The 
upper two-thirds (hottest portion) of the cladding was completely reacted 
forming a tube of ZrO^ which retained the original shape of the metal . The 
oxide appeared to have considerable strength. Upon complete oxidation, 
the original diameter of the rod (0.426 in.) increased to between 0.458 and 
0.486 in. In the broken sections, the cladding residue consisted of a white 
outer layer and a yellow inner layer. 

The lower (cooler) portion of the cladding was slightly 
r^=icted Most of the reaction occurred during the first 2 hr of exposure. 
It was apparent that the low steam flowrate had limited the rate of reaction. 
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•i 

b . T e s t s No. 2Z to 4 Z . In 
t e s t s . No. 2Z to 4 Z , s ing le r o d s w e r e 
e x p o s e d for 10 m i n to 1600°C s t e a m 
at 10 g / m i n and p r e s s u r e s of 1, 4, 
and 11 a t m , r e s p e c t i v e l y . 

F i g u r e 10 shows the 
t e m p e r a t u r e - t i m e h i s t o r y of the top 
(hot tes t ) end of the r o d in t e s t No. 2Z. 
As in t e s t No . 25, the top and bo t tom 
ends of the rod r e a c h e d m a x i m u m 
t e m p e r a t u r e s of 1600 and 900°C, 
r e s p e c t i v e l y , r e s u l t i n g in an axia l 
t e m p e r a t u r e d r o p of 700°C. M e a s 
u r e m e n t s of the h y d r o g e n evolved, 
a l so p lo t t ed in F i g . 10, i nd i ca t ed an 
o v e r a l l r e a c t i o n of 18% of the 
Z i r c a l o y - 2 c ladd ing . 

F i g u r e 11 shows the 
a p p e a r a n c e of the r o d b e f o r e and 
af ter t e s t . The u p p e r (hot tes t ) end 
of the rod was e m b r i t t l e d , but only 
the ou te r s u r f a c e of the c ladding 
•was c o n v e r t e d to ZrO^. M e a s u r e 
m e n t s m a d e on a p h o t o m a c r o g r a p h 
of a c r o s s s e c t i o n of the top cap 
(F ig . 12) i n d i c a t e d a 0.0 1 4 - i n . - t h i c k 
l a y e r of c ladding m e t a l and an equal 
t h i c k n e s s of oxide f i lm (o r ig ina l 
c ladding wal l t h i c k n e s s , 0.027 in . ) . 
T h e r e was no a p p a r e n t i n t e r a c t i o n 
b e t w e e n the c ladding and the UO2 
fuel, and no s h a r p d e m a r c a t i o n b e -

*'•'*'*•'* t w e e n r e a c t i o n z o n e s ; h o w e v e r , the 
Fig. 9. Zircaloy-2-clad Fuel Rod before and after a t t a c k on the c ladding w a s m o r e 

Exposure for 270 min to Steam Flow of s e v e r e at the u p p e r end than at the 
1 g/min at 1500OC and 2 atm (test No. IZ). l o w e r end. 
ANL Neg. No. 108-8059 Rev. 1. 

As a check , the p a r a 
bo l i c oxida t ion law was u s e d to c a l cu l a t e the r a t e and ex t en t of r e a c t i o n of 
the fuel r o d . Br ie f ly , E q . 1 w a s p r o g r a m m e d on the CDC-3600 d ig i ta l 
c o m p u t e r , u s ing s m a l l t i m e i n t e r v a l s . A r b i t r a r y t e m p e r a t u r e - t i m e func
t ions could be i n s e r t e d into the c a l c u l a t i o n . T h e s e funct ions a r e p lo t t ed in 
F i g . 13 and r e p r e s e n t the a p p r o x i m a t e t e m p e r a t u r e h i s t o r y of v a r i o u s 
r eg ions of the Z i r c a l o y - 2 c ladd ing . Also p lo t t ed a r e the c o r r e s p o n d i n g 
ca l cu la t ed r e a c t i o n r a t e s for t h e s e r e g i o n s ; t h e s e a r e e x p r e s s e d in t e r m s 
of the m i l s of c ladding r e a c t e d du r ing the e x p o s u r e . 
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Fig. 10. Hydrogen Evolution and Temperature Profile 
at Top End of Zircaloy-2-clad Fuel Rod 
during Exposure to Steam Flow of 10 g/min 
at 1600°C and 1 atm (test No. 2Z). ANL 
Neg. No. 108-8846 Rev. 1. 
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Fig. 12. Cross Section of Top Cap of Zu:caloy-2-clad 
Fuel Rod after Exposure for 10 min to Steam 
Flow of 1 g/min at I6OOOC and 1 atm (test 
No. 2Z). ANL Neg. No. 108-8868 Rev. 1. 

Fig. 11. Appearance of Zircaloy-2-clad Fuel 
Rod before and after Exposure in 
Test.No.2Z. ANL Neg. No. 108-8758 
Rev. 1. 
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Fig. 13. Calculated Regional Rates of Reaction 
between Zircaloy-2 Cladding and Steam 
in Test No. 2Z. ANL Neg. No. 108-9419. 

The a m o u n t of c ladding r e 
ac t ed at the top (ho t tes t ) r e g i o n of 
the fuel r o d was c a l c u l a t e d to be 
0.0131 in. ( see u p p e r m o s t c u r v e in 
F i g . 13). T h i s c o m p a r e s f avo rab ly 
wi th the oxide f i lm t h i c k n e s s of 
0.014 in. m e a s u r e d f r o m the photo-
m a c r o g r a p h in F i g . 12. The 
m e a s u r e d t h i c k n e s s is equ iva len t 
to the r e a c t i o n of about 0.010 in. of 
Z i r c a l o y ; h o w e v e r , c o n s i d e r a b l e 
add i t iona l r e a c t i o n is r e p r e s e n t e d 
by oxygen d i s s o l v e d in a s u b l a y e r 
of Q ; - z i r c o n i u m . F i n a l l y , the to ta l 
c a l c u l a t e d r e a c t i o n of e a c h r e g i o n 
of s u r f a c e was s u m m e d ove r the 
s even r e g i o n s , and the to ta l h y d r o 
gen evolved and p e r c e n t r e a c t i o n 
for the e n t i r e fuel r od w e r e ca l cu 
l a t ed . As shown in T a b l e II, the 
c a l c u l a t e d ex ten t of r e a c t i o n was 
0.152 m o l e of h y d r o g e n (21.3% r e 
ac t ion) , or only 15% h ighe r than 
the m e a s u r e d va lue of 0.132 m o l e 
of h y d r o g e n (18.5% r e a c t i o n ) . 

The fuel r o d s e x p o s e d in 
t e s t s No. 3Z and 4Z w e r e s i m i l a r 
in a p p e a r a n c e . T h e r e w a s no s ig 
ni f icant effect of i n c r e a s e d p r e s 
s u r e on e i t h e r the r a t e or the extent 
of the Z i r c a l o y - 2 - s t e a m r e a c t i o n . 

c. T e s t No. 5Z. F i g u r e 14 shows the bundle of four r o d s 
af ter e x p o s u r e for 10 m i n to s t e a m flow of 25 g / m i n at >1700°C and 1 a t m . 
An unexposed rod is inc luded for c o m p a r i s o n . Al though the e x p o s e d r o d s 
w e r e badly d a m a g e d , a l a r g e po r t i on of the fuel was s t i l l e n c a s e d in tubes 
of oxid ized Z i r c a l o y - 2 . (Note: Some of the d a m a g e to the c ladding o c c u r r e d 
dur ing r e m o v a l of the t e s t s e c t i o n f r o m the f u r n a c e . ) 

Se l f -hea t ing of the r o d s was a p p a r e n t : Dur ing the t e s t , the 
ind ica ted t e m p e r a t u r e at the uppe r (hot tes t ) end of the bundle was m o r e than 
200°C above the fu rnace t e m p e r a t u r e of 1700°C. Th i s s e l f - h e a t i n g i s a t t r i b 
uted to t h e r m a l i so l a t i on in the f o u r - r o d b u n d l e . 

Hydrogen evolu t ion p e r fuel r o d w a s about tw ice tha t 
evolved in the s i n g l e - r o d t e s t s . This was e x p e c t e d b e c a u s e of the h i g h e r 
t e m p e r a t u r e s r e a c h e d by the f o u r - r o d b u n d l e . 
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d. T e s t s No. 6Z to 9Z . In 
t e s t s No. 6Z to 9Z , s ing le r o d s w e r e 
exposed for 10 m i n to flowing s t e a m 
at 1540°C and 1 a t m . In t e s t s No . 6Z 
and 7Z, the s t e a m f lowra te w a s 
m a i n t a i n e d at 2.5 g / m i n ; in t e s t s 
No. 8Z and 9Z, it was m a i n t a i n e d at 
0.25 g / m i n . In a l l t e s t s , the hydrogen 
evolved was c o l l e c t e d for an add i 
t ional 2 m i n af ter the rod was wi th 
d r a w n f rom the hot zone . 

With r e g a r d to the s t e a m 
f l owra t e , a l though d i f fe ren t a m o u n t s 
of wa t e r w e r e m e t e r e d into the fu r 
n a c e , t h e r e i s no way of m e a s u r i n g 
the amount of s t e a m flow p a s t the 
fuel r o d . Convec t ion c u r r e n t s of 
s t e a m a r e e s t a b l i s h e d b e c a u s e of the 
r e l a t i v e l y l a r g e r e a c t i o n c h a m b e r 
~ 2 - i n . ID) c o m p a r e d to the s i z e of 
the s t e a m exit tube ( l / S - i n . ID). 
However , b a s e d upon the da ta , it i s 
conc luded that the s t e a m flow p a s t 
the hot fuel r od r e m a i n e d r e l a t i v e l y 
cons tan t dur ing e a c h t e s t . 

F i g u r e 15 shows that the 
to ta l hydrogen evolved dur ing t h e s e 
t e s t s was about o n e - t h i r d that evo lved 
dur ing t e s t No. 2Z in which t h e r e was 
e x c e s s s t e a m . 

Another o b s e r v a t i o n 
m a d e dur ing t h e s e t e s t s wi th l i m i t e d 
s t e a m f l o w r a t e s is shown in F i g . 16. 
Th i s r od was exposed in t e s t No . 6Z. 
The r ing of white oxide (see inse t ) i s 
b e l i e v e d to have been c a u s e d by a 
combina t i on of an axial t e m p e r a t u r e 
g r a d i e n t (hot ter at the top) , wh ich 
would p r o m o t e r e a c t i o n at the u p p e r 
end, and the l i m i t e d s t e a m , wh ich 

would p r o m o t e r e a c t i o n t o w a r d the lower end of the r o d . Loca t ion of 
T r e a t e s t r e a c t i o n is t h e r e f o r e c e n t e r e d at a point be low the top of the r o d . 
fn t e s t s w i th a h igh s t e a m f l o w r a t e , the g r e a t e s t r e a c t i o n has o c c u r r e d at 

the top (ho t t e s t point) of the r o d . 

Fig. 14. Bundle of Four Zircaloy-2-clad Fuel Rods 
after Exposure for 10 min to Steam Flow 
of 25 g/min at Temperatures Greater 
Than 1700°C and 1 atm (test No. 5Z). 
ANL Neg. No. 108-9257-A. 
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Fig. 15. Effect of Steam Flowrates on Hydrogen Evolution from Zircaloy-2-
clad Fuel Rods (furnace temperature = 1500''C; pressure = 1 atm). 
ANL Neg. No. 308-543 Rev. 1. 

This o b s e r v a t i o n s u g g e s t s tha t in a p o w e r -
r e a c t o r l o s s - o f - c o o l a n t acc iden t , c h e m i c a l r e a c t i o n be tween 
the fuel r o d s and s t e a m would beg in at a point be low the cen te r 
(hot tes t point) of the r e a c t o r u n d e r cond i t ions of l i m i t e d s t e a m 
ava i l ab i l i ty . As the t e m p e r a t u r e i n c r e a s e d t h roughou t the r e 
a c t o r c o r e b e c a u s e of decay hea t ing , the r e a c t i o n would p r o p a 
gate to s t i l l lower r e g i o n s of the c o r e . The u p p e r half of the 
c o r e would be exposed only to the hyd rogen p r o d u c e d by r e a c 
t ion at the lower p o s i t i o n s . 

B . T e s t s in I n d u c t i o n - h e a t e d A s s e m b l i e s 

1. Mel tdown of Z i r c a l o y - 2 - c l a d F u e l Rods 

Two me l tdown t e s t s w e r e conducted , one wi th a 
s ingle fuel r od ( tes t No. l Z - 1 ) and the o the r wi th a bundle of 
four rods ( tes t No. l Z - 2 ) . E a c h rod c o n s i s t e d of h i g h - d e n s i t y 
UO2 fuel pe l l e t s in c ladding having 0 .426- in . OD, 8- in . length , 
and 0 .027- in . wal l t h i c k n e s s . In addi t ion, e a c h r o d w a s f i l led 
wi th he l ium at a p r e s s u r e of 20 p s i a . 

Fig. 16. Oxide Ring around Ziicaloy-2-clad Fuel Rod Exposed to Limited Steam Flow 
at 15400c and 1 atm (test No. 6Z). ANL Neg. No. 108-9890 Rev. 2. 
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a. T e s t No. I Z - 1. The objec t ive of t e s t No. I Z - 1 was to 
o b s e r v e s o m e of the f e a t u r e s of the me l tdown and c o l l a p s e of a s ing le fuel 
r o d . As shown in F i g . 3a, the rod was pos i t i oned in a q u a r t z s t e a m j a c k e t , 
w h i c h , in t u r n , w a s s u r r o u n d e d by a 3 - in . - long induc t ion -hea t ing coil n e a r 
the c e n t e r . S t e a m f lowra t e w a s m a i n t a i n e d at 1 g / m i n . 

F u e l - r o d t e m p e r a t u r e s w e r e to be m e a s u r e d by two 
W 5 - R e / W 2 6 - R e t h e r m o c o u p l e s , one pos i t i oned be tween the fuel p e l l e t s and 
the c l add ing , and the o t h e r we lded to the ou te r s u r f a c e of the c l add ing . 
H o w e v e r , the t h e r m o c o u p l e r e c o r d i n g s could not be i n t e r p r e t e d b e c a u s e of 
i n t e r f e r e n c e f r o m the rf f ie ld g e n e r a t e d by the i nduc t ion -hea t ing co i l . A 
t e m p e r a t u r e r e c o r d w a s ob ta ined us ing a P y r o e y e t w o - c o l o r p y r o m e t e r , 
w h i c h w a s f o c u s e d on the c ladding s u r f a c e be tween t u r n s of the induc t ion-
h e a t i n g c o i l . D u r i n g the t e s t , t h i s r e c o r d , wh ich was l i m i t e d to the h igh 
r a n g e of the i n s t r u m e n t e d (1900-2500°C), i nd ica ted a peak t e m p e r a t u r e of 
2140°C. P o w e r to the coi l was t u r n e d off a few seconds after the t e m p e r a 
t u r e p e a k e d . 

Although p r e l i m i n a r y in 
n a t u r e , th i s t e s t showed t h e r e was 
no t endency for the m o l t e n Z i r c a l o y 
to d rop f rom the fuel r o d . R a t h e r , 
as shown in F i g . H a , it was con
fined b e t w e e n an ou te r " c r u c i b l e " 
of z i r c o n i u m oxide and the i nne r 
s u r f a c e of the UO^. Also , as shown 
in the c r o s s s ec t i on (F ig . 17b), t h e r e 
was ev idence of i n t e r a c t i o n b e t w e e n 
the m o l t e n . Z i r c a l o y and UO2, and 
loca l me l t i ng of the UOj. T h e s e ob
s e r v a t i o n s suppor t the conten t ion 
tha t f u e l - r o d b r e a k u p in t e s t s No. 2Z 
and 5Z o c c u r r e d dur ing the coo l -down 
p h a s e and was not i n h e r e n t in the 
h i g h - t e m p e r a t u r e f a i l u r e p r o c e s s . 

b . T e s t No. l Z - 2 . A t r u e 

Fig. 17. Zircaloy-2-clad Fuel Rod Induction-heated 
in Steam to an Indicated Cladding Tem
perature of 2140OC (a) External Appearance; 
(b) Cross Section near Center. ANL Neg. 
No. 308-540. — 

s i m u l a t i o n of l o s s - o f - c o o l a n t -
a c c i d e n t cond i t i ons r e q u i r e s a l a r g e n u m b e r of fuel r o d s to ach ieve a r e -
^ U s t t c t h e r m a l e n v i r o n m e n t for e a c h r o d . A c c o r d m g l y ^ f o u r Z r c a l o y - 2 . c l a d 
fuel r o d s w e r e i n d u c t i o n - h e a t e d s i m u l t a n e o u s l y m t e s t No. lZ-<:. 

T h e s e r o d s w e r e a s s e m b l e d on 0 .6 - in . c e n t e r s in a s q u a r e 
l a t t i c e by m e a n s of Tef lon end p l u g s . Two W 6 - R e / w 2 6 - R e t h e r m o c o u p l e s 
V " e p o s i t i o n e d b e t w e e n the g r o o v e d UO, p e l l e t s and the c l addmg, one 
fac ing the c e n t e r of the bund le and the o t h e r facing the p e r i r ^ e t e r . This 
a s s e m b l y w a s t h e n i n s t a l l e d in s ide a q u a r t z s t e a m j acke t (1 16-m- ID) . 
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As in test No. l Z - 1 , a 3-in.-long induction-heating coil was wrapped 
around the central region of the jacket. 

During this test, the steam flowrate was maintained at 
4 g/min (1 g/(min)(rod)). Both thermocouples peaked at 1800°C after 80 sec 
of heating. Ten seconds later , the thermocouple facing the center of the 
bundle indicated a sharp r i se to 2950°C, while the other one (facing the 
per imeter) regis tered a decrease to about 1450°C. (Note: The sharp r ise 
in temperature may have been caused by molten UOj contacting the ther
mocouple and then falling away.) Color films of the test confirmed the un
even temperature distribution. They showed that hot zones occurred in 
areas adjacent to another rod; i.e., there was a large temperature gradient 
from the inner side of the rods to the outer side. The inner thermocouple 
was located in one of these hot zones. 

Upon removal of the assembly, visual examination revealed 
extensive, longitudinal rupture of the cladding in areas adjacent to another 
rod, and evidence of molten UOj. (Note: The consensus was that fragmenta
tion occurred after the test was terminated.) Subsequent X-ray diffraction 
examination of a 0,25-in.-dia droplet from a ruptured a rea re^vealed a face-
centered-cubic phase with lattice parameters of 5.28 to 5.31 A (UOj, 
5.470 A; ZrO^, 5.10 A), thus indicating a solid solution between Zr02 and 
UO2. Electron microprobe analysis of a similar part icle showed the p res 
ence of mixed uranium-zirconium oxides, which varied from 34 wt % U-33 
wt % Zr to 24 wt % U-43 wt % Zr. 

The temperature gradient observed between inner and outer 
edges of each rod, and the subsequent longitudinal rupture of the cladding 
along the inner walls of the four-rod bundle, indicate the desirabili ty for 
additional experiments using more rods per bundle--for example, a center 
rod with at least one, and preferably two, outer rows of rods . 

2. Overall Effects of Water Quenching 

Three tests (No. lZ-4 , lZ -5 , and lZ-6) were conducted with 
single Zircaloy-2-clad rods to determine the gross overall effects of induc
tively heating the rods in flowing steam and then suddenly quenching the 
rods by a water spray from the top to simulate emergency cooling. The 
test apparatus is shown in Fig. 3b. 

In each test, the fuel rod consisted of high-density UOj fuel 
pellets in Zircaloy-2 cladding of 0.426-in. OD, 8-in. length, and 0.027-in. 
wall thickness. Two W5-Re/W26-Re thermocouples were used to measure 
fuel-rod temperatures : One Avas positioned in a groove between the UO2 
pellets and the cladding; the other was spot-welded to the outer surface of 
the cladding. Each rod was then filled with helium at a p re s su re of 20 psia. 
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Each rod was exposed to steam at a flowrate of 1 g/min and 
inductively heated to a tempera ture near the melting point of Zircaloy-2 
(~1850°C). At that t ime, water was sprayed into the top of the quartz tube 
at 190 g/min. This corresponds to 0.05 gal/(min)(rod) for a reactor core 
and is within the design range for ECCS operation. Inductive heating was 
continued throughout the spray-cooling period. 

In test No. lZ-4 , the rod was heated above the melting point of 
Zircaloy-2 and then sprayed with water for 30 sec. During the quenching 
period, the rod tempera ture dropped rapidly from a maximum of 2045 to 
1380°C. After the water was turned off, the temperature increased to about 
1550°C, at which t ime the heating coil was deenergized. Crumbling of the 
fuel rod after cool-down was noted in this test . 

In tes t No. l Z - 5 , the fuel rod was heated to simulate a reactor 
core t empera ture below the melting point of Zircaloy-2. This rod cooled 
from 1750 to 110°C in 185 sec. In test No. lZ-6 , the rod was heated to 
simulate a reac tor core temperature well above the Zircaloy-2 melting 
point. This rod cooled from ~2820 to 95°C in 180 sec. Both rods remained 
intact during their tes t s ; breakage occurred during their removal from the 
quartz tube . 

The resul t s of these prel iminary tests led to the consensus that 
the degree of fragmentation did not necessar i ly depend upon the maximum 
tempera tu re to which the rods were heated. Rather the tempera ture- t ime 
his tory and embri t t lement caused by cladding oxidation are the determining 
factors; and these two factors are not independent. 

3 P a r a m e t r i c Tests of Induction Heated-water Quenched Fuel 

Rods 

The foregoing tests with single Zircaloy-2-clad rods and bun
dles of four, indicated that the rods retained their original shape at tem
pera tu res substantially higher than the melting point of zirconium (1850 C). 
The t e s t s also indicated that fuel-rod movement or breakup occurred 
during or after cool-down, with or without water quenching. However, these 
tes t s did not reveal the conditions under which gross fragmentation would 
occur . Accordingly, 18 additional tests were made with single fuel rods to 
a s s e s s the extent of damage and failure of the cladding and fuel as a func
tion of heating ra te , s team flowrate, cladding oxidation, quench tempera ture , 
quench ra te , and method of quench (top or bottom). 

Each fuel rod consisted of 0.5-in.-dia UO2 pellets encased in 
Zircaloy-2 tubing of 12-in. length, 0.567-in. OD, and 0.031-in. wall thick
ness . A W5-Re/W26-Re thermocouple was positioned between the fuel 
pellets and cladding. Each rod was then filled with helium to a p re s su re 
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of 10 psig. This assembly was positioned in a 0.865-in.-ID quartz steam 
jacket such that the thermocouple was near the axial center of the 3-in.-
long induction-heating coil that encircled the steam jacket. 

During each test, the steam flow was maintained at 2 g/min, 
and the rod was heated to a predetermined tempera ture , and then suddenly 
quenched by admitting water, at room temperature and 190 g/min, either 
at the top or bottom of the steam jacket (see Fig. 3b). The hydrogen 
evolved was collected and its volume measured. Post tes t metallographic 
examinations were made of the cladding and the fuel pel lets . 

To inductively heat a fuel rod to 1000-2100°C at about 5°c/sec 
and thus simulate loss-of-coolant conditions, heat must be added at a much 
greater rate than that generated by decay heating in the reactor core. This 
is because heat losses from a single rod are much greater than from a rod 
surrounded by other rods in the core. However, when quenching s ta r t s , 
the heat loss to the cooling water from a single rod becomes more nearly 
equal to the heat loss of a rod in a core being quenched. 

Also, it is extremely difficult to determine at what power level 
the induction heating should be held during the quenching period to simulati 
the actual conditions experienced by a rod in a reactor core . In some tests 
the power level was maintained constant throughout the quenching period. 
This resulted in adding an unknovim amount of energy greater than actually 
needed. In other tes ts , the induction generator was turned off when 
quenching was started; this resulted in adding less energy than needed. 
Thus, the actual conditions "were bracketed. 

When the cladding reacts with the steam, releasing hydrogen, 
part of the oxygen produced dissolves in the cladding and part reacts with 
the cladding to form ZrOj. The moles of oxygen produced -were considered 
to be half of the moles of hydrogen collected. The average extent of cladding 
oxidation (to Zr02) as well as the maximum extent of oxidation in any cross 
section of the 3-in.-long heated section of the rods was estimated from 
metallographic examination of the rods. Although several layers of different-
colored oxides were observed during these examinations, the overall com
position of the layers of oxide was assumed to be T^rO^ o-

Table III l ists the test resul ts in order of increasing average 
ZrOj content of the cladding in the 3-in. heated length. From the differences 
between the moles of oxygen computed from the hydrogen collected and the 
moles of ZrOj estimated from metallographic examinations, the mole-
percent of oxygen dissolved in the unoxidized cladding was estimated. This 
amount increased with increased amount of metal oxidation. An equivalent 
average reaction of the 3-in. heated length of cladding was then computed 
from the total oxygen produced. Rods with equivalent average reactions of 
fe 18.4 mol % failed, whereas those of £ 17.0 mol % remained intact. If the 
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unres t ra ined rods remained intact on cooling and gentle handling, they 
were considered not to have failed. It is likely that res t ra in ts or rough 
handling would have lowered the percent of reaction required for failure. 

TABLE 111. Summary of Parametric Tests of Itiduction Heated-water Quencfied Fuel Rods 

Test 
No. 

12 

4 

7 

16l 

15 

8 

9 

5 

17 

18 

11 

3 

10 

6 

13 

14 

1 

2 

Heat i fig 
Rate. 

"C/sec 

9.0 

4.8 

6.0 

-50 

6.4 

3.1 

5.2 

5.0 

4.8 

4.6 

5.7 

4.7 

4.5 

5.7 

5.1 

6.5 

6.3 

5.2 

Quencti 
Temp, 

oc 

1064 

1462 

1488 

1182 

1548 

1534 

1498 

1663 

1798 

1569 

1849 

1646 

1650 

1864 

1663 

2052 

2110 

1868 

Bottom or 
Top Quefict 

Top 

Bottom 

Bottom 

Top 

Top 

Bottom 

Top 

Bottom 

Bottom 

Top 

Top 

Bottom 

Top 

Bottom 

Top 

Top 

Top 

Top 

Fuel rods: Zircaloy-2-clad UO^ pellets 
Steam flowrate: 2 g/miti 
Flowrate of cooling water: 190 g/min 

Power On or Off 
1 during Quench 

On 

Off 

On 

On 

Off 

On 

On I3.55ie 

Off 

Off 

On I3ie 

Off 

On 

Off 

Off 

On (4.18|ii 

On (2.75ie 

On 

On 

Hydrogen 
Collected.^ 

mol 

ao 
0.025 

O026 

0.024 

0025 

0.029 

O042 

0.062 

O067 

0.068 

O081 

O093 

0080 

O081 

0102 

014 

>0.1 

>01 

Zr02 
Produced,^ 

mol % 

Avg 

1.6 

3.5 

3.7 

3.8 

4.0 

4.8 

7.0 

12.3 

14.0 

14.3 

16.0 

13.0 

17.6 

174 

20.5 

30.0 

-

Max 

3.2 

6.8 

6.1 

5.4 

8.0 

8.0 

12.0 

21.1 

220 

22.3 

22.1 

25.0 

29.0 

34.5 

34.0 

41.0 

-100 

-100 

Apparent Dissolved 
02 in Unoxidized 

Metal, mol % 

-
3.45 

3.6 

2.9 

3.0 

3.34 

4.88 

5.0 

4.5 

45 

73 

-
5.18 

5.6 

9.3 

12.0 

-
-

Equivalent 
Average 

Reaction.c 
mol % 

-
6.87 

7.14 

6.59 

6.87 

7.97 

11.54 

17.03 

18.40 

18.68 

22.25 

25.55 

21.98 

22.25 

28.02 

38.46 

Fuel-rod 
Condition 

1 ntact 

Intact 

1 ntact 

Intact 

1 ntact 

Intact 

Intact 

Intact 

Failed 

Failed 

Failed 

Failed 

Failed 

Failed 

Failed 

Failed 

Failed 

Failed 

^Oxygen produced was taken to be naif mis amount. 
liFrom metallurgical examination of 3-in. tieated length of cladding. 
crn.iiuaieni aupraoB reaction of 3-in healed length of cladding based on total oxygen produced. , . , . . . . , . ..,, 
dT^hrrun f o l l S a prretermined temperature'time curve simulating a particular ECC (emergency core-coolingl situation (see text). 

'Power turned off at this lime (mini after start of quench. 

The cladding temperature- t ime relationship employed in test 
No 16 was taken from calculations for a postulated emergency core-cooling 
(ECC) case . This relationship was maintained throughout the heat-up and 
quench stages by adjusting the induction-heating power as required The 
tempera ture was initially increased at a rapid rate (~50 C/sec), held near 
1182°C for 9 min, and then decreased rapidly. Top quenching was started 
0.5 min after the temperature reached 1182°C and was continued for about 
8 5 min (until the temperature decreased). 

Table IV shows the failure pattern of the claddings as a function 
of quench temperature in instances where the heating power was continued 
or discontinued after quenching was initiated from the top or bottom of the 

team jacket. The quench temperatures listed are the maximum tempera
n c e s attained by the cladding at the time quenching was initiated. As 
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shown in Table IV, the lowest temperatures at which cladding failure was 
observed occurred in tests in which heating power was continued after top 
quenching was initiated. 

TABLE IV. Failure Pat tern of Inductively-heated Single 
Zircaloy-2-clad Fuel Rods 

Quench Temp, 
°C 

1064 

1182 

1462 to 1498 

1534 to 1569 

1646 to 1663 

1798 

1849 to 1868 

2050 to 2110 

Power On after 
Quench Initiated 

Top 
Quench 

l a 

I 

I 

Fb 

F 

F 

F 

Bottom 
Quench 

I 

I 

F 

Power Off after 
Quench Initiated 

Top Bottom 
Quench Quench 

1 

I 

F I 

F 

F F 

^I indicates that fuel rod remained intact. 
'-'F indicates that fuel rod failed. 

An evaluation of these test resul ts must take into account the 
fact that the fuel rods were only 12 in. long, with a 3-in.-long heated sec
tion, and were not mechanically res t ra ined in the test assembly. Em
brit t lement and loss of strength of the cladding increase with the degree 
of cladding oxidation, oxygen dissolved in the cladding, and interaction of 
the cladding with the UO2. Therefore, the unrest ra ined fuel rods that did 
not fail in these tests might have failed if subjected to the res t ra in ts and 
warpage that could occur in bundles of fuel rods in a reactor core. In 
addition, the efficiency of cooling the lat ter rods may be considerably dif
ferent from that of cooling single rods . Finally, the effects of nuclear 
radiation, methods of heating (decay versus induction), and gas p ressure 
in the rods also may reflect changes in the resu l t s . 

Nevertheless, for the conditions prevailing in these tes ts , the 
crit ical quench temperature for unres t ra ined fuel-rod failure •would be in 
the range from 1500 to 1700°C. (See Table .IV.) For fuel rods subjected 
to emergency-cooling conditions (loss-of-coolant accident) in a water-
cooled po-wer reactor , the maximum rod tempera tures are est imated to 
range from 1000 to 1200°C. 
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Upon completion of each test, the rod was carefully removed 
from the s team jacket and photographed immediately. In Fig. 18, the rods 
are displayed in order of increasing cladding oxidation. The corresponding 
test conditions and data are l isted in Table III. It is apparent that as the 
oxidation increased, the oxide exhibited an increasingly whiter appearance. 

Rods from tests No. 12, 4, 7, 16, 5, 8, 9, and 5 remained intact 
after photographing and during sectioning for metallographic examination. 
The rod m test No. 16 was slightly bowed; this was apparently due to high-
tempera ture gradients caused by the rapid heating rate (50°C/sec) and the 
water quench. Each of the other rods broke either during cooling (No. 3, 
14, 1, and 2) or on handling prepara tory to sectioning (No. 17, 12, 11, 10, 6, 
and 13). Sectioning revealed some internal cracks in the cladding which 
were not visible externally. 

The thin (~ l -2 mil) layer of oxide flaking from rods in tests 
No. 7, 15, 8, 18, and 3 is attributed to thermal shock during the quenching 
phase . Because of its thinness, the flaking did not appreciably weaken the 
rods . 

Figure 19 shows typical photomacrographs of horizontal cross 
sections cut through the cladding at 0.5-in. intervals, starting from the 
midpoint of the 3-in.-long heated section. Where appearing, the dark gray 
a reas are the zirconium oxide, and the light areas are the Zircaloy-2 
cladding. The black a reas are either the potting compound or holes m the 
surface. The cladding and oxide were very bri t t le , and during polishing, 
pieces were lost, leaving holes. 

Hansen andAnderko's'^ phase diagram for zirconium-oxygen 
shows that the alpha-beta transi t ion in zirconium is appreciably increased 
by dissolved oxygen. Maximum oxygen solubility is given as 29.2 at. /o. A 
transi t ion t empera ture of ~1000°C for Zr02 from tetragonal to - ° - ° f - -
crysta l s t ruc ture is also given. These transi t ions, P"'^'^."^^^^^^^" ^ ^ ^ ^ / J 
of^Zr02, a re apparently largely responsible ^ - ^ ^ ^ ^ - - ^ ^ f .̂̂ ^^ " ^ ^ a / t 
on coolmg of the test fuel rods . Hansen and Anderko report that, at least 
above 700°C, evidence of oxides lower than ^rO^ is lacking. 

4. Effects of Hydriding 

During a reactor loss-of-coolant accident, steam flowing up
ward through the core could oxidize the fuel cladding in the lower half of 
the core, thereby producing a hydrogen atmosphere (containing more or 
less steam) in the upper half. Accordingly, five scoping tests (No. HI to 
H 5 ) were made with single, inductively heated, Zircaloy-2-clad rods to 
determine the relative cladding damage due to hydriding as compared to 
oxidation. 



TESTNO. 12 TESTNO. » TESTNO. 7 TESTNO. 16 TESTNO. 15 TESTNO. 8 TESTNO. 9 

W l 

•B^^^^^% S 

^^L 

Rl 

ill 
TEST NO. 5 TEST HO. 17 

i 

TEST NO. 18 TEST NO. I I TEST NO. 3 TEST NO. 10 TEST NO. 13 TEST NO. IH TEST NO. I TEST NO. 2 

Fig. 18. Induction Heated-water Quenched Zircaloy-2-clad Fuel Rods in Order of Increasing Cladding Oxidation (see Table II]) 
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inbi 
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Fie 19 Selected Horizontal Cross Sections of Cladding Cut from Midpoint and Levels below Midpoint of Heated 3-in.-long Section of Zircaloy-2-clad Fuel 
' • RfdrExposed in Parametric Tests. Rods displayed in order of increasing cladding oxidation (see Table IIQ. Cladding thicktiess = 0.031 in.; outer 

surface at bottom, inner surface at top. 
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Each rod was identical in composition and dimensions to those 
used in the parametr ic tes t s . Cladding temperature was measured at the 
midpoint of the 3-in.-long heated section of the rod. This section of the 
cladding contained about 16.67 g or 0.182 mole of zirconium. The amount 
of hydrogen absorbed was measured in all but test No. H2. 

Hansen and Anderko'^ have reported that the equilibrium solu
bility of hydrogen in zirconium decreases as the temperature is increased; 
however, at low temperatures , the kinetics or rates of solution are very 
low. Thus, when Zircaloy-2 cladding is heated in hydrogen for a given 
period of time at various temperatures , maximum hydriding may occur at 
some intermediate temperature . This occurred in the current tes t s . 

The test conditions and results are summarized in Table V. 
In tests No. HI and H3, the rods were heated and maintained at 1650°C for 
9 min and 1400°C for 6 min, respectively, in a hydrogen atmosphere. In 
test No. H2, the rod was held at 1400°C for 6 min in a flowing atmosphere 
of 50% hydrogen-50% steam. In test No. H4, the rod was preoxidized at 
1100°C for 7 min in steam flowing at 2 g/min; it was then heated at 1400°C 
for 6 min in a hydrogen atmosphere. In test No. H5, the rod was pre 
oxidized at 1100°C for 6 min in steam at the same flowrate, and then heated 
at 1500°C for 6 min in a hydrogen atmosphere. 

T A B L E V. S u m m a r y of Hydr id ing Scoping T e s t s of Single Z i r c a l o y - 2 - c l a d F u e l Rods 

Cladd ing d e n s i t y (mol wt - 91.2) : 6.5 g / c m ^ 
Z r O j d e n s i t y (mol wt - 123.2): 5.7 g / c / c m 

T e s t 
No. 

H I 

H2 

H3 

H4 

H5 

T e m p , 
°C 

1650 

1400 

1400 

1400 

1500 

T i m e at 
T e m p , 

m i n 

9 

6 

6 

6 

6 

A m b i e n t 
Gas 

Hz 

Hz- HzO 

Hz 

Hz 

Hz 

Hz Ab 

m o l e s 

0 .049 

-
0.016 

0 .0018 

0 .00805 

so r 

a t . 

•bed 

%, avg 

34 

-
15 

2 

8 

C ladd ing 

O x i d a t 

M a x 

-

9.7 

-
~ 2 

~ 2 

ion, % 

Avg 

-

6.1 

-
~1.5 

~1 .5 

Cond i t ion 

F a i l e d n e a r ends 
of h e a t e d s e c t i o n 

I n t a c t 

In t ac t 

I n t a c t 

I n t a c t 

Figure 20 shows the rods as photographed immediately upon 
their removal from the quartz jacket. 

Metallographic examination of cross sections taken from 
various levels along the 3-in. heated length revealed only slight hydride 
embrittlement near the axial center of the rpds in tests No. H3, H4, and 
H 5 (see Fig. 21). The rod in test No. H2 evidenced some oxidation due to 
the presence of steam. Three cross sections cut from the rod in test 
No. HI showed (1) some hydride near the axial center, (2) reactionbetween 



Fig. 20. 
Heated Sections of Zircaloy-2-clad Fuel Rods Exposed to Hydrogen and Hydrogen-Steam Atmospheres in Tests No. HI to H5 (see Table V) 
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and (c) at mid-point. Maximum hydriding occurred at (b). 

(b) (c) (d) 

TEST HO. m. Moderate hydriding and oxidation (a) 1,5 i n . , (b) I i n . , (c) 0.5 in . below mid-point, and (d) at 

mid-point. Cladding was pre-oxidized In steam. Both oxide and hydride are v i s i b le . Eroded edges In (c) and (d) 
by pol ishlng. 

Fig. 21 

Selected Horizontal Cross Sections of Cladding Cut from Mid
point and Levels below Midpoint of Heated 3-in.-long Section 
of Zircaloy-2-clad Fuel Rods Exposed in Tests No. HI to H5 
(see Table V). Cladding thickness = 0.031 in.; outer surface 
at bottom, inner surface at top. 

TEST HO. H5. Increasing hydrog, 
(d) at mid-point. Cladding was 
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the c ladd ing and UO2 at a l e v e l 0.5 in. be low the ax ia l c e n t e r , and 
(3) s e v e r e h y d r i d i n g and e m b r i t t l e m e n t of the c ladding n e a r the lower end 
of the hea t ing co i l . The l a t t e r c r o s s s e c t i o n w a s in a r e g i o n of r e l a t i v e l y 
l o w e r t e m p e r a t u r e . 

The r e s u l t s of t h e s e scop ing t e s t s ind ica te tha t : 

(1) L e s s h y d r i d i n g d a m a g e is i n c u r r e d in Z i r c a l o y - 2 c ladding 
e x p o s e d for 6 -9 m i n to a h y d r o g e n a t m o s p h e r e at 1400-1650°C than is in
c u r r e d by ox ida t i on in s t e a m at the s a m e t e m p e r a t u r e r a n g e and p e r i o d of 
e x p o s u r e . 

(2) The p r e s e n c e of s t e a m in h y d r o g e n , or p r e o x i d a t i o n of the 
Z i r c a l o y - 2 c l add ing , g r e a t l y r e d u c e s the hydr id ing e f f ec t s . 

V. CONCLUSIONS 

1. When o x i d i z e d by hea t ing in a s t e a m a t m o s p h e r e . Type 304 
s t a i n l e s s s t e e l c l add ing f o a m s and e x p a n d s at t e m p e r a t u r e s a p p r o a c h i n g 
i t s m e l t i n g poin t (~1400°C) . 

2 Z i r c a l o y - 2 c ladd ing (~0.030 in . t h i ck ) , wh ich has a m e l t i n g 

poin t of ~ 1 8 5 0 ' ' C , did not r u n or d r i p f r o m UO2 fuel p e l l e t s at t e m p e r a t u r e s 

as h igh a s 2140°C. 

3 P a r t i a l l y - o x i d i z e d Z i r c a l o y - 2 c ladding a r o u n d UO^ fuel p e l l e t s 
f o r m s an ox ide s h e l l w h i c h can r e t a i n s e g m e n t s of m o l t e n m e t a l at t e m 
p e r a t u r e s m the r a n g e 2600 to 2800°C. 

4 Z i r c a l o y - 2 m e t a l t ha t has a b s o r b e d oxygen is e m b r i t t l e d , and 
the d e g r e e of e m b r i t t l e m e n t i n c r e a s e s wi th the amount of oxygen a b s o r b e d . 

5 Ox ida t ion of Z i r c a l o y - 2 c ladding in an e x c e s s - s t e a m a t m o s p h e r e 
fol lows the p a r a b o l i c r a t e l aw for z i r c o n i u m . ' " In a l i m i t e d - s t e a m a t m o s 
p h e r e , the o x i d a t i o n r a t e m a y be d i m i n i s h e d by diffusion of s t e a m th rough 
the h y d r o g e n p r o d u c t to the s u r f a c e . 

6. Z i r c a l o y - 2 oxide h a s a t e n d e n c y to '^^^^^^IWlf^^-^rJ^Z 
^f t e r p r o l o n g e d e x p o s u r e to s t e a m at t e m p e r a t u r e s above 1200 C. At r o o m 
te " e r a t u r e t he oxide is v e r y b r i t t l e . The t endency to b r e a k on cooling is 
d J T t o a p h a s e change in Z r O „ f rom t e t r a g o n a l to m o n o c l i n i c c r y s t a l s t r u c 
t u r e , at about 1 0 0 0 ° C . " 

7. Z i r c a l o y - 2 - c l a d , UO^-pe l l e t fuel r o d s can be hea t ed to about 
1700°C in a s t e a m a t m o s p h e r e and then w a t e r - q u e n c h e d for about 6 m m 
Without i n c u r r i n g suff ic ient ox ida t ion and e m b r i t t l e m e n t to b r e a k on cool ing. 
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8. When unrestra ined Zircaloy-2-clad fuel rods are heated at 
'~5' 'c/sec in a dynamic steam atmosphere, the cri t ical quench tempera ture 
range is 1500 to 1700°C. At lower heating ra tes , prolonged oxidation would 
cause the rods to fail at lower quench t empera tu res . 

9. The major factor in Zircaloy-2 cladding failure due to steam 
oxidation embrit t lement and water quenching is the extent of oxidation. 
This extent, in turn, is influenced by the cladding tempera ture and the time 
at t empera ture . When the equivalent reaction as ZrOj (based on total oxy
gen absorbed) is al8%, the cladding becomes very br i t t le . When it is 
<10%, the cladding retains a fair amount of strength. 

10. When exposed for 6 min or longer to a pure hydrogen atmosphere 
at 1400°C, Zircaloy-2 cladding is embrit t led due to hydriding. Preoxidation 
of the cladding in steam, or the presence of steam in the hydrogen, reduces 
the degree of hydrogen embrit t lement. However, conditions that might pro
duce sufficient hydrogen embrit t lement of the cladding in one region of a 
reactor core would cause much greater embrit t lement due to oxidation in 
other regions. Thus the effects of hydriding are secondary to those of 
oxidation. 
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